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Materials

Name Company Catalog Number Comments

aqua ad iniectabilia Fresenius-Kabi, Bad-Homburg,
Germany

1088813

beta-TG ELISA Diagnostica Stago, Duesseldorf,
Germany

00950

Centrifuge Rotana 460 R Andreas Hettich, Tuttlingen,
Germany

-

Citrat monovettes (1.4 mL) Sarstedt, Nümbrecht, Germany 6,16,68,001

CTAD monovettes (2.7 mL) BD Biosciences, Heidelberg,
Germany

367562

EDTA monovettes (1.2 mL) Sarstedt, Nümbrecht, Germany 6,16,62,001

Ethanol p.A. (1000 mL) AppliChem, Darmstadt, Germany 1,31,08,61,611

Glutaraldehyde (25 % in water) SERVA Electrophoresis,
Heidelberg, Germany

23114.01

Heparin coating for tubes Ension, Pittsburgh, USA -

Heparin-Natrium (25.000 IE/ 5 mL) LEO Pharma, Neu-Isenburg,
Germany

PZN 15261203

Multiplate Reader Mithras LB 940 Berthold, Bad Wildbad, Germany -

NaCl 0,9% Fresenius-Kabi, Bad-Homburg,
Germany

1312813

Neutral monovettes (9 mL) Sarstedt, Nümbrecht, Germany 2,10,63,001

PBS buffer (w/o Ca2+/Mg2+) Thermo Fisher Scientific,
Darmstadt, Germany

70011044

Peristaltic pump ISM444B Cole Parmer, Wertheim, Germany 3475

Pipette (100 µL) Eppendorf, Wesseling-Berzdorf,
Germany

3124000075

Pipette (1000 µL) Eppendorf, Wesseling-Berzdorf,
Germany

3123000063

Plastic container (100 mL) Sarstedt, Nümbrecht, Germany 7,55,62,300

PMN-Elastase ELISA Demeditec Diagnostics, Kiel
Germany

DEH3311

Polyvinyl chloride tube Saint-Gobain Performance Plastics
Inc., Courbevoie France

-

Reaction Tubes (1.5 mL) Eppendorf, Wesseling-Berzdorf,
Germany

30123328

neurovascular laser-cut implants Acandis GmbH, Pforzheim 01-0011x
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SC5b-9 ELISA TECOmedical, Buende, Germany A029

Scanning electron microscope Cambridge Instruments,
Cambridge, UK

-

Sealing tape (96 well plate) Thermo Fisher Scientific,
Darmstadt, Germany

15036

Syringe 10/12 mL Norm-Ject Henke-Sass-Wolf, Tuttlingen,
Germany

10080010

TAT micro kit Siemens Healthcare, Marburg,
Germany

OWMG15

Waterbath Type 1083 Gesellschaft für Labortechnik,
Burgwedel, Germany

-
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